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AZIMHANANEY : SHEH L SHE PVC FABRIC 2 8 31/

2013-03-202 Xt 2 2A2I5tal A0l HE AIEZ D= OFalet Z&LICH
ANlE & 8 Al 8 e N,

(01) 2at= ( ASTM D 6413 : 1999 )

#1
ZHAH Al 2H(S)
- 3M 102.6 112.4 95.2 81.6 114.8 // 101.4
- 2 A 95.2 113.0 101.2 84.4 89.2 // 96.6
LRI Al 2H(s)
- A 000O0O0V// O
- fAM 000O0O0OTV// O
AA20l (mm)
- 3M 300 300 300 300 300 // 300
-9 Af 300 300 300 300 300 // 300

%) MELTING OR DRIPPING : OCCURRENCE.
*******************ﬁ*iﬁ******\**********************************************************************
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SZIRHANANEZY : SAUE L SHS PVC FARIC Z2 BH 5 :1)2

2013-03-202 Xt 2 2[Z(Gtal AIZ0I CHE AIEZ D= OF2HQ 2SLICH
ANlE & 5 Al =i # )

(01) AFAT ( KS K 0521 : 2011, C.R.E, AE&H ) : N/5 cm(kgf/5 cm)

#1
M ' ' 4 800(488.4)
LA 3 400(345.9)
F) AN QO W2k DA kgf E HIIGIUS.
kaf & NOZ 8AtEHE H4= 9.806 65 &
(02) QIZ 2= (KS K 0536 : 2009, C.R.E, =L ) : N(kgf)
#1
=N A 1 003.9(102.4)
1Ak 941.1(96.0)
F) A/AX Ol Met 200 kof S HIIGHAS.
kgf € N2Z &46t= H4E= 9.806 65 2.

<CHSHIOIXI AH=>
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(03) &M ( KS K IS0 5084 : 2011 ) : mm

#1
1.83
=) HEUH 1 (1 £ 0.01) ka
(04) 2 ( KSK 0514 : 2011 ) : g/m"
#1
2 239.3
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